Saracinesche classe ANSI150
Gate valves class ANSI150

Tab.193A

6D 1 Conform to:
Test API 598
MSS SPo61
ANSI B16.5
ANSI B16.10
ANSI B16.34
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H H Holes Weight Combinazione materiali standard — Standard Combination materials
DN |D1] () | (™ L D K | f | no. A/316 A/420 CFBM/316
G e T I =
1 14 175] 395 345 [165.1]127.0| 98.4 | 16 4 01 4 Cast steel Cast steel Stainless steel
2 |200| 455 | 405 |177.8]152.4|11206| 19 | 4 Body ASTM A216 WCB ASTM A216 WCB ASTM_A351 CF8M
271/2|200] 545 | 475 |190.5|177.8/139.7] 19 | 4 02 |Bonnet Asgﬁs}u?tseev‘vca Asgﬁs}xz?tse?/‘vca Asstroh)nffgw Sct?g‘M
3" 250| 645 565 [203.2[190.5]152.4| 19 4 03 [Body seat StToin\ess steel St?in\ess steel StToin\ess steel
” ASTM A182 (F316 ASTM A182 (F6 ASTM A182 (F316
4" 250 740 | 625 [228.6|228.6[1905/ 19 | 8 . TM A182 (F316) | ASTM A182 (f6) | ASTM AT82 (F316)
5 |300| 820 | 680 |254.0| 254.0/215.9| 22| 8 04 |Disc SS. AZE1 CFaM S.s. A1B2 (F6) /;sw A351 CF8M
” Stainl teel Stainl teel tainl teel
g,, igg WQW?B% ggg gggz Zgg ggéi g; 2 10811 05 |stem ASTM 182 (F316) | ASTM AI82 (F6) | ASTM A182 (F316)
10" 50011385 | 1130 330:2 4064 36W9 75 12 06 |Handwheel Sheet of carbon steel | Sheet of carbon steel | Sheet of carbon steel
12" 1500 1660 | 1325 [355.6 [ 482.6[431.8] 25| 12 07 |Gland flange Cast stee! Cast stec! paninless, steel
08 lcasket Planiflex KG carbo/C | Planiflex KG carbo/C | Planiflex KG carbo/C
PF81 PF81 PF81
09 |Packing Carbograph Carbograph Carbograph
GR8800 GRB800 GR8800
Nota: Combinazioni materiali non standard a richiesta
Note: Combinations non standard materials on request
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