\  Saracinesche classe ANSI300

Tab.194B

Conform to:

?D1 —
Test API 598 / API 600 / BS 5154
— ANSI B16.5
——® ANSI B16.10
‘ ANSI B16.24
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H H Holes Weight Combinazione materiali standard — Standard Combination materials
DN | D1 | (» (~) L D K f NO. K B/B BA/BA
(Open) | (Close) £ |(Kg) TEM | DENOMINAZIONE MATERIALE MATERIALE
17 [150] 350 | 320 [165.0] 124 | 89 [ 19 [ 4 | 15 DENOMINATION MATERIAL T MATERVL
1"1/4]170] 390 | 360 [178.0| 133 | 98 | 19 | 4 | 17 | | 01 [Boyy ASTM. B2 “TaSTM Bids
1"1/2|200] 460 | 415 |190.5] 156 | 114 | 22 | 4 | 25 02 |Bonnet (Dronze Aluminum—Bronze
2" 1200] 410 | 360 |215.9| 165 [ 127 | 19| 8 | 36 Bronae AU —Bronzs
7 03 |Body seat
2°1/2|200| 525 | 455 [241.3| 191 | 149 | 22 | 8 | 48 ASTM B62 ASTM_B148
3” ]250] 600 | 520 [282.6] 210 | 168 [ 22 | 8 | 69 | |04 |visc aoranze A onze
4" |300] 810 | 700 [304.8] 254 | 200 [ 22 | 8 [101 | [T Bronze Alurninum—Bronze
5” |300| 860 | 720 |381.0] 279 | 235 | 22 | 8 |125 ASTM B62 or Brass ASTM B148
6”7 |350| 990 | 840 [403.2| 318 | 270 | 22 |12 | 140 06 |Handwheel Sheet of carbon steel | Sheet of carbon steel
8”7 1425/1205/1005[419.1| 381 330 | 25 |12 | 225 07 |6land flange Bronze Aluminum—Bronze
10” |500]1445|1195(457.2] 445 | 387 | 29 | 16 | 330 9 . _AﬂSTMKGBBQb S {?‘STMKGBM?_Z .
12" [600|1510 1180 |501.6| 521 | 451 | 32 | 16 | 430 | | 08 |Gasket T B T
14" 1600|1860 1500 |762.0]1 584 | 514 | 32 | 20 | 670 09 [Packing nggggooph COégggg%ph
Nota: Combinazioni materiali non standard a richiesta
Note: Combinations non standard materials on request
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